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APPLIED TECHNOLOGY LABORATORY POSITION STATEMENT

This report consists of two volumes and identifies all design considera-
tions, testing, and cost analysis pertinent to composite joints and
fittings attachments. The approach used in this program was to identify
generic types of joints and fittings applicable to helicopter composite
primary structures; the design emphasized reliability and cost effective-
ness. The technology developed in this program has been incorporated in
the design of new major composite components such as tail sections, and
the foundation for future R&D work has been laid.

Mr. Nick Calapodas of the Aeronautical Technology Division served as
project engineer for this effort.
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This report was prepared by Hughes Helicopters, Division of Summa
Corporation, Culver City, California, for the Applied Technology Laboratory,
U.S. Army Research and Technology Laboratories (AVRADCOM), Fort

Eustis, Virginia, under Contract DAAJ-02-77-C-0076,

The purpose of this program was to develop the necessary methodology for
applying fiber-reinforced composite materials to helicopter joints and
attachment fitting designs that permit disassembly of major components,

Primary joints and fittings representative of high performance helicopters
(the YAH-64 in particular) were selected for evaluation, A generic design

methodology approach was used so that the data that was developed could be

applied to other helicopter programs,

The objective of this program was to develop basic concepts for competitive
helicopter joints and fittings using composite materials, The composite
components developed were capable of being attached to other components,
both composite and metal, such that their weight and cost effectiveness was
an improvement over the baseline metal component alternatives,

During preliminary design, the various types of joints used on a modern
helicopter such as the YAH-64 were characterized, The state-of-the-art
design methodology and fabrication process as it relates to composite joints
and fittings was surveyed; conceptual drawings were prepared; analytical
tools were selected; testing methods were recommended; and generic joint/
fitting concepts, including materials and fabrication methods, were selected,

Six types of joints and fittings were selected for continued evaluation in
order to cover as broad a range of design types as possible within the scope
During the detail design activity, these six joint and fitting
Strength, weight, and cost compari-
Three

of the program,
concepts were designed and analyzed.
sons were made with the baseline metallic joints and fittings,

designs were selected for fabrication and test,
were prepared for these components,

Fabrication and Test Plans




Sixteen specimens of the three final designs were fabricated and tested.
Static strength and endurance limit data obtained from the tests were com-
pared with analytical predictions,

The program was successful in proving that reliable, efficient composite
Jjoints are practical in the design of primary aircraft structures.
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INTRODUCTION

This report describes the design of composite structure joints and
attachment fittings and the testing necessary to verify that the design con-
cepts are capable of producing reliable, long-life, low-cost, advanced
composite helicopter primary structures,

The program began with a survey and evaluation of the problems of design-
ing, fabricating, and testing composite helicopter joints and fittings that
were capable of being disassembled, The objective was to select and
recommend to the Army a minimum of five relatively generic joint and
fitting concepts for detail design, using composite materials integrated into
composite components whenever possible., Figure 1 illustrates the loca-
tions of the various helicopter structural joints which were considered to be
candidates for the application of composite materials. Four types of fittings
- tension, lug, shear, and socket — were identified as being appropriate for
these joints., Table 1 shows the joints arranged in a matrix by possible
fitting types. The alphanumeric codes identify different concepts of each
fitting type., That is, Al, AZ2,etc,are variations of fitting type A,

Rotor blade root end attachments, stiffener-to-panel and -skin joints, and
honeycomb panel lap joints are specific types of joints which were not
considered.

The first step was establishing generic baselines for the selected joints and
fittings. Then composite design concepts were developed.

After the design requirements were defined and the available data were
evaluated, a preliminary design study was performed to develop candidate
design configurations. The analytical tools required for determining the
structural efficiency of each joint and fitting type were evaluated, and a
NASTRAN computer program (a three-dimensional, multilayered, finite
element model routine in two parts) was developed to determine the inter-
laminar shear properties in the radius of ar angle (Volume II). Test
requirements that would yield useful design data were recommended.

11




NUMBERS INDICATE JOINT DESIGN TYPES

(SEE TABLE 1)

Figure 1,

YAH-64

Composite Joints and Attachment Fittings

12

UH-1/AH-1G
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At the end of the preliminary design effort, a briefing was given to the Army, ¢
summarizing the work accomplished and recommending fitting concepts for
detail design,

L
The Army approved six joint and fitting concepts for detail design, and estab-
lished a priority for each, The order in which the designs appear in this 4
report corresponds to the priority assignments. Metal baselines and loads
were established using the YAH=64 and AH-1G helicopters. Five baseline
configurations were derived for the YAH=-64 and one for the AH=1G, ‘
After the metal baseline was established, layouts of each joint/fitting con- J
cept were developed. Numerous design ideas were explored for feasibility,
and the final configurations were developed based on requirements for 1

structural efficiency, producibility, cost, weight, and various other design

considerations, The principal methods used for fabrication of the composite
structure included wet filament winding, tape layup, broadgoods layup, and ¢
various combinations of these methods,

Simplified joint/fitting configurations and low-cost manufacturing techniques
were used in order to integrate, as much as practical, the joint/fitting
attachment systems into the primary structure. ‘

Analysis of the joints/fittings included static and fatigue performance evalua- J
tion relative to the metal baseline components, and incorporated computer
techniques wherever practical,

The detail design was documented in layouts of the six configurations and
six test specimen fabrication drawings. 1

Fabrication and Test Plans were prepared for the test specimens to be used
to determine structural integrity and reliability, and to validate the selected
manufacturing processes,

A second briefing was then given to the Army covering the detail design,
comparative analysis, Fabrication and Test Plans, and recommendations
with regard to selecting three of these six joint/fitting types for fabrication
and testing,

The Fabrication Plan was used as a basis for generating tool designs,
ordering raw materials, and preparing prototype planaing for each of the y
three types of specimens, Tool proof articles of each specimen type were

fabricated to determine if satisfactory parts could be built, and changes

were made as necessary to improve the processes before fabricating the L
components for test,

14




Testing began with nondestructive inspection of the finished parts, including
visual checks, hammer tapping, and use of the harmonic analyzer, Samples
with known voids were fabricated for use as references for comparing the
bonds of joint/fitting specimens to detect flaws.

Structural testing included both static and fatigue tests, Static tests of each
specimen type produced data on ultimate strength as well as modes of
failure for each specimen, Fatigue tests were conducted to gencrate 5-N
diagrams for two of the three joint/fitting types.

15




SURVEY AND EVALUATION

PROBLEM DEFINITION

An extensive technology base in composite materials and structures has
becn established over the past 15 years. Significant strength and stiffness
improvements as well as cost and weight savings have been amply demon-
strated in numerous DoD<-sponsored programs.

Compuosite structures, including primary joints and fittings made of com-
posite materials,will make improved structural behavior and significant
cost reduction possible, and when they become competitive with the light-
gauge skin-stringer-frame construction presently used in helicopter air-
frames, a broader commitment to helicopter production will result,

The problem now is to develop competitive basic concepts using composite
materials capable of being integrated into composite components and
attached to other components, both composite and metal,

Background

A review of existing helicopters and the literature showed that four basic
structural methods are used to transfer load across a demountable joint:
lap joints, lugs, tension fittings, and sockets.

To date bonded-in, mechanically attached metal fittings have been used
wherever disassembly of mating components is required. As a result, both
cost and weight penalties have reduced the overall effectiveness of the com-
posite component, Limited work has been done in developing composite
joints and fittings, especially the tension type often used in helicopters.

The design process requires analytical computer methods, including an
interlaminar shear routine (NASTRAN) developed for this program; sim-
plified design concepts; low-cost manufacturing procedures; reliable non-
destructive evaluation (NDE) techniques; and structural integrity testing to
ensure performance and reliability,

16
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Also, design procedures developed for metallic joints cannot be directly
applied to composite joints owing to the anisotropy and inhomogeneity
characteristic of the composites., Optimum composite joints must therefore
start with selection and arrangement of the basic material constituents.
This is an important consideration because, for example, an unsymmetrical
ply stacking sequence could cause warpage of the cured component,

A major problem in tension fitting design, in addition to the three-dimensional
state of stress that complicates analysis, is ''turning the corner.' One
example is an angle with one leg in tension and the adjacent leg in combined
bending and shear. A solution to this problem is necessary for any composite
tension fitting,

Design Methodology Problems

The design methodologies are based on fabrication cost considerations as
generated by manufacturing engineering analysis, and structural efficiency
considerations as generated by stress analysis and test, By combining and
balancing these considerations, a cost effectiveness criterion that can assist
in deciding among the design alternatives can be developed, This will
minimize costs and retain joint/fitting serviceability (safety and durability).

Analytical Problems

Tension joint analysis is complex owing to the multiple discontinuities pre-
sent in the joint system, such as cutouts for fasteners in tension and shear
and turning-the-corner stress flow (which introduces both interlaminar
shear and interlaminar tension). The analysis is also influenced by other
factors such as bolt location, washer/bolt size, fastener pattern,

laminate thickness, corner radius, and lamina stacking sequence,

The literature search did not yield any useful interlaminar shear computer
programs, so one was developed (Volume [I). To obtain comparative experi-
mental data to check out the NASTRAN interlaminar shear routine, special
tests were performed using basic back-to-back angle joints (Volume II).

Fabrication Problems

The fabrication problem is essentially one of selecting, from among the
various geometries available, the least costly design that still maintains the
joint's effectiveness, structural integrity, and efficiency,

The primary producibility consideration is selecting the most cost effective

methods for fabrication by low-skilled shop personnel, For maintenance
cconomy and minimum downtime, case of disassembly in the field must be

17
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considered, There is also considerable debate over whether the detail

parts should be precured or cocured with the primary structure; the choice
of manufacturing method will affect both production economy and the strength
of the part. Finally, the type of fasteners to be used (captive, fixed, or
floating) must be determined. ' |

Nondestructive Evaluation/Inspection (NDE/NDI) .

NDE/NDI methods that provide adequate quality control and ensure manufac-
turing integrity without prohibitive production cost must be established.
Increases in safety and durability (serviceability) requirements mean
increases in NDE costs, The problem is to establish an accept/reject
criterion that is economical and yet ensures structural integrity,

Testing Problems

The basic testing problems are:

° How much preliminary design testing is necessary, and what |
types of mechanical and physical tests are needed to support {
the design process?

. How much post-design laboratory testing is necessary to
establish reliability prior to flight demonstrations?

N

[ ] How much flight testing is necessary to qualify the components?

) How much proof testing is necessary during the production run
to ensure manufacturing integrity and reliability?

LITERATURE SEARCH

A systematic literature search was conducted for state-of-the-art design
methodology, fabrication, and test techniques for composite joints and

fittings to avoid duplicating work already done by others, This search

identified the usable existing data in the areas of design theory, fabrication,

cost effectiveness, testing, similar joints and fittings, analytical tools

(including computer programs), inspection, and NDE/NDI techniques that

apply to composite joints and fittings, ,

Liibrary files were searched for papers, books, magazines, and symposium
proceedings (Table 2). Eight search reports from NASA and the Defense

Technical Information Center (DTIC) were received and evaluated. Over

1, 000 reports were cited, and over 400 were evaluated (Table 3). Reports
considered pertinent to this program are listed in the Bibliography. {

18
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TABLE 3.

LITERATURE SEARCHES

Search No.

NASA DTIC Reports Cited Reports Evaluated
36581 244 85
36801 187 62
36746 204 103
37234 69 15
062761 69 30
Ccwo9384 37 12
062250 260 89
063101 21 _ 6
1,091 402

The search was continued throughout the program to ensure that all
pertinent available data were utilized.
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DESIGN

PRELIMINARY DESIGN

The preliminary design consisted of four interrelated tasks:

° Conceptual design using preliminary angle test results
(see Volume II)

°® Test recommendations
° Fabrication recommendations
. Configuration recommendations for detail design

Generic Concepts

The generic joints and fittings consist of eight joint types and four fitting
types derived from the YAH-64, UH-1, and OH-58 helicopters:

] Joints:
Aerodynamic surface~to-fuselage /tailboom
Tailboom-to-fuselage
T-tail surface joining
Sync elevator-to-fuselage
Landing gear-to-fuselage
Assorted tension-type mounts-to-airframe
Assorted shear-type mounts-to-airframe

Longeron/canopy bow-to-airframe

21




Fittings:

Tension
Lug
Shear

Socket

These eight helicopter joints were considered good candidates for composite
materials, Arranging these joint types and the four fitting types in a matrix
resulted in 29 design concepts (Table 1). Only six of these concepts
(Figures 2 through 7) survived the screening rationale for baseline
consideration:

Acceptability: Likelihood of concept being accepted for incorporation

into a production helicopter

Data resource: Potential for yielding new or required test data and
for gaining more confidence in composite fitting design

Low cost: Simplicity, affordable costs, and high producibility
Generic adaptability: Possession of features that are generic, cut
across the borders between joint types, and can be readily and

logically adaptable to as wide a set of design situations as possible

Risk and uncertainties: Possible relegation to later consideration
when uncertainties are cleared up

Test Recommendations

It was recommended that the following test articles be fabricated and tested:

Number of Specimens

Configuration Tool Proofing Static Test Fatigue Test Total
X 1 2 3 6
Y 1 2 4 7
Z 1 2 - 3
16
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Fabrication Considerations

Several techniques for fabricating composite attachment fittings and joints
were considered: wet filament and tape winding; automated, semiautomated,
and manual layup of tape and fabric; roll forming; post-formed pultrusions;
and block and sheet molding compounds,

Trends and developments that tend to reduce the cost of tooling were also
studied. These include:

° Pultrusion dies for under $5, 000

. Stable, accurate, low-cost chopped-fiber phenolic tooling in lieu
of steel

° internal mandrels that expand into hard cavity tools needing only

ovens for pressure curing with pressure-expanded ABS vessels or
pressurized silicone rubber bags
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Selected Concepts

Of the 29 concepts considered, 16 were evaluated according to design
capability, potential resource for generic data, simplicity, low cost, pro-

ducibility, and cost effectiveness. Of these, six configurations were selected

for detail design:
° Type F — composite landing gear fitting (Figure 2)
] Type E — integral lug fitting (Figure 3)
° Type G — socket attachment fitting (Figure 4)
° Type K — seat attachment fitting (Figure 5)
° Type D — gearbox attachment fitting (Figure 6)
° Type A — wrapped tension {fitting (Figure 7)

DETAIL DESIGN

After the six joint/fitting generic concepts were selected, a detail design
effort was undertaken to develop final designs using the analytical tools and
methods recommended during the preliminary design, These included the
analysis of static and fatigue strength, weight, structural efficiency, produc-
ibility, cost, failure modes, access, and ballistic tolerance,

Analytical Tools

The analytical tools used to size the composite joints/fittings were state-of-
the-art methods developed for laminated composite plates, shells, beams,
and columns as used in analyses of discontinuities, edge effects, and joints,
The individual analyses were governed by the complexity of the design and
the required accuracy. Each analysis considered factors such as fits,
clearances, eccentricity, torque-induced loads, bearing surface require-
ments, edge distance, materials, and the influence of bushings and liners,

No economical NASTRAN program was found that would assist or could be
modified to assist in the sizing efforts except for the finite element inter-
laminar shear models developed during preliminary design (Volume II).

However, parametric studies were conducted with finite element models

C-1 and C-2, which can determine the interlaminar shear present in the
radius of an angle, Using the half-symmetrical C-1 model, variations in
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washer diameter, washer distance from the bend, lamina orientations and
thicknesses, and bend radius:thickness ratios were investigated. With the
strip C-2 model, variations in stacking sequence were investigated. The
influence of these variations on interlaminar shear stress induced in the
radius of an angle is discussed in Volume II,

The detail design effort began with the selection of six existing metal heli-
copter components to serve as a baseline from which composite components
would be designed, using the six selected generic concepts as a starting
point,

In this section, the six components are described individually, starting with
the metal baseline and continuing through the evolution of the generic con-
cepts to the final design, Each type is discussed separately in chronological
order to show clearly the development process.

Differences in concept between the composite components and the metal
baselines were permitted as follows:

° The existing metal airframe may be assumed to be replaced by a
composite airframe.

] Minor changes in joint geometry (thickness of skins, number and
location of fasteners, ctc.,) may be made in order to improve the
composite design.,

. Composite fittings, whether direct replacements or modifications
of the metal fittings, must perform the same functions and carry

the same loads.

Type F - Composite Landing Gear Fitting

Figure 8 illustrates the metal baseline part which was to be redesigned using
composite materials wherever practical. The fitting carries a shear load
from the main landing gear shock strut into the fuselage shell on the
YAH-64, Kick loads created by the offset of the shock strut from the fuse-
lage are carried as a bending moment through the fitting and are reacted by
bulkheads in the fuselage,

Figure 9 illustrates Concept 1. The trunnion has been extended to allow a
continuous filament wound graphite/epoxy shell to carry axial and shear
loads into the fuselage structure, However, the concept is not capable of
carrying the load intensities present in this application, (The shear load
applicd to the trunnion by the shock strut is 130, 800 pounds.) Access holes
through the upper shell for the attachment bolts would also weaken the shell,

28




(3 2dA1) Sumyr g aesn Sutpue] ajtsodwo) :ufisoq j1ed [RI9N dullaseqg °Q 2In81 g

ﬁl 180/ - 2-S Wt
YId ONIIXHO L
T2 ONIIvIAVW

ooz s -~

=

o 5497~

I~ “-ﬁ.l.
27 |
V2 Gost m
il Y.

9400-0-£L-Z07 VYV Q Wenuo)d NOIAVHAY

sbuimy4 wwawydeny pue
syutof 31njanas aysodwo) 9128 LUOIaM

Sromwims g ummzu_mwoﬁ
VAL S :SS3aHLs

-1MYLS I0HS INNOW
60VETTITZ - £ ¥9-HVA 43

4v30 ONIAONVI NIVW ___ __

o A e M P e

29



v

—

——

[ 1daduon g 2dA1

‘¢ 2anfr g

| I

t _ € | v [}
mwl g [ 18420 ViV CHNSTY MY
c e ] i Y — T
Rl s o] [ wawes —
ST [y AL TN
—_— [T} e » WS S
o
)
) S APLE
& amamel ¢ a1 7 31 MAVE"
Y 2L AR TR P 2 -
ATLLIM NN 4

v-¥ NOILOIS

(2)- MIYIE LV

Orer 2 3305 W\I\c

puns

30

alaai




Figure 10 illustrates Concept 2, The shell of Concept ] has been replaced
by one which wraps around spools at each bolt location, thereby eliminating
the need for access holes through the shell, The design is inadequate to
carry the shear loads.

Figure 11 illustrates Concept 3. The continuous shell has been replaced by
individual beam elements with shear webs inserted between the upper and
lower caps. The attachment of the beams to the trunnion is impractical,
and the concentrated bolt loads are too large to apply to the composite,

Figure 12 illustrates Concept 4, The beam elements of Figure 11 have been
modified by replacing the caps with ''fan belts" which are wrapped around
the trunnion and attachment bolts, The transverse shear stresses at the
bolts and the trunnion are excessive, and the shear webs are insufficient in
area,

Figure 13 illustrates the final detail design of Type F. The design has
returned to a continuous shell, with the addition of titanium inserts around
the trunnion and the corner attachment bolts, The inserts permit the loads
to be distributed to the composite more evenly, allowing higher average
shear stresses. The trunnion is still 300-M maraging steel to resist the
loads imposed by the shock strut,

Type E — Integral Lug Fitting

Figure 14 illustrates the metal part which was used as a baseline for
developing a composite replacement. This bracket carries a tail rotor
driveshaft support bearing on the YAH-64,

Figure 15 illustrates Concept 1, which is essentially a duplicate of the
baseline made with graphite /epoxy molding compound and employing
beveled stiffeners, Without draft angles on the deep section, this concept
would require a segmented tool to permit removal,

Figure 16 illustrates the second concept: a manual layup made from graphite
fabric. Isolating the lugs would allow the bracket to be integrally wound

into the tailboom skin; however, the part would not be replaceable. Lateral
stability is provided by secondarily bonded supports,

Figure 17 illustrates Concept 3. This design is also based upon using three
individual lugs rather than a continuous fitting. The fitting is made from
graphite/epoxy molding compound as in Concept 1. The attachment bolt
holes have been relocated to line up with the lugs.
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Figure 18 shows the Type E final design, which is also a graphite/epoxy
molding, The lugs have been connected with a continuous flange and the
center pocket is closed out at both ends for lateral stability,

Type G = Socket Attachment Fitting

Figure 19 illustrates the existing metal component design for the elevator
torque tube installation on the AH-1G helicopter. The left and right elevator
torque tubes slip into the center tube, The center tube is supported at both
ends by bearings attached to the tailboom. A forged aluminum crank arm

is welded to the center tube for the actuator rod attachment.

Figure 20 illustrates Concept 1. Two filament-wound torque tubes are
flanged on the inboard end. A filament-wound crank arm is sandwiched
between the tubes and through-bolted with integrally wound studs, A metal
insert at the end of the crank arm accepts a rod end bearing. The large bolt
circle diameter adds weight, and the flanges would have to be formed after
winding,

Concept 2 is shown in Figure 21. The 90-degree flange of Concept 1 has been
reduced to 45 degrees in an effort to reduce the bolt circle diameter, Build-
ups have been provided on the torque tubes for machining bearing surfaces
and retainer grooves, The torque tubes are an improvement; however, the
crank arm is heavier,

Figure 22 illustrates Concept 3. The two-piece torque tube has been
replaced by a single unit, and the crank arm is integrally wound around the
tube and cocured. The crank arm would be difficult to wind, and the weight
has not been reduced significantly,

Concept 4 is illustrated in Figure 23. The integrally wound crank arm is
now an I-section rather than honeycomb, Metal sleeves are installed on the
tube for bearing surfaces, and a metal insert is bonded to the web halves for
a press-in bearing,

The final design for the Type G fitting is illustrated in Figure 24, The
metal sleeves on the torque tube have been replaced by buildups that can
be machined to serve as bearing surfaces. 1
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Type K — Seat Attachment Fitting

Figure 25 shows the baseline fitting design., This part is machined from a
1340 steel bar for the YAH=-64, Four of these fittings are mounted to a
bulkhead behind the copilot's compartment and support the copilot's seat,
Loads are from the inertia of the seat/occupant mass during a crash
landing condition,

Concept 1 is illustrated in Figure 26, This concept is a copy of the metal
design using a graphite/epoxy pultrusion., The lug edge distance is
insufficient for lug tearout.

Concept 2 is shown in Figure 27. The lug has been extended in the direction
of load to prevent tearout, and the material changed to a graphite/epoxy
fabric. Manual layup is used, The single lug configuration is insufficient
due to interlaminar tension stresses in the corners.

Figure 28 shows Concept 3. The manual layup fabric construction of Con=~
cept 2 has been retained; however, a double lug has been substituted for the
previous single lug. Fasteners in the center channel are necessary to
prevent peeling.

The final Type K fitting design is shown in Figure 29, The lug has been
lengthened to extend to the end of the base, and the stacking sequences and
number of plies have been changed. Two fastener holes have been added
in the center channel, plus a bearing block to reduce the tensile stress in
the bond to the base plate.

Type D — Gearbox Attachment

Figure 30 illustrates the metal baseline part from the YAH-64, This rib is
one of two that support the tail rotor 90-degree gearbox on the vertical
stabilizer. The ultimate loads are the result of a blade strike condition.

Concept 1 is illustrated in Figure 31, The steel attach stud threads into an
asymmetrical metal anchor, which is bonded to the graphite /epoxy and
honeycomb rib. Kick loads generated by the asymmetry are reacted by the
six tie-down bolts., The bond area available is insufficient to carry the loads,
and the stiffness of the anchors is not compatible with the graphite/epoxy
skins.
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Figure 32 illustrates Concept 2, This concept uses two metal anchors
overwrapped with a filament-wound tube. The tube is mechanically trapped
in the metal anchors and is bonded between the rib and spar box. The design
is costly, and complex tooling is required to locate the flexible anchor block/
tube assembly,

Figure 33 illustrates Concept 3. The metal anchors of Concept 2 were
lengthened to provide sufficient area to bond directly to the graphite rib and
spar box. Tapered doublers are used to control stiffnesses along the bond
joint., The anchors are complex, and the fabrication of the tapered doublers
is a labor-intensive operation.

Figure 34 shows the final Type D fitting design., Simplified steel fittings
were used, and the tapered doublers were eliminated. The single shear web
was replaced with a graphite/epoxy and foam sandwich, The solid laminate
box was also replaced with a sandwich construction, with the bending material
concentrated in corner caps to more closely simulate a composite vertical
stabilizer design for the YAH-64 helicopter,

Type A — Wrapped Tension Fitting

Figure 35 shows the metal part from which the composite concepts were
developed. Eleven of these ""dagger fittings' form a tension joint between
the fuselage and tailboom on the early versions of the YAH-64, The maxi-
mum loads on this joint occur during a tailwheel first crash landing.

Concept 1 is illustrated in Figure 36, This concept presumes a corrugated
sancwich construction for the tailboom. The barrel nut is captive and cannot
be replaced,

Figure 37 illustrates Concept 2, This design is similar to Concept 1 except
that the sandwich core is honeycomb. The barrel nut is inaccessible for
replacement,

Figure 38 shows Concept 3. This design also uses a honeycomb core, but
the buried barrel nut has been replaced by a conventional nut, Access is
assumed from inside the structure, and 24 fasteners are assumed rather
than 11, as in the previous concepts. Local shear stresses around the
corner are excessive,

Figure 39 illustrates Concept 4. The joint was refined by tapering the core
to allow the inner and outer skins to join before making the turn, Eccentric-

ity was reduced, as well as corner shear stresses, External access has
been assumed on the fuselage (metal) side of the joint, This configuration
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was not considered an acceptable solution to the original problem.
Twenty-four attachments were assumed, where the existing fuselage uses
only 12 stringers, and external access on the forward fuselage would
require extensive redesign of the metal fuselage.

The final design is shown in Figure 40. The internal bathtub and wrap-
around skins were replaced by a channel closeout sandwiched between the
skins., A pocket for bolt access is machined in the outer skin and the outer
leg of the channel., The design utilizes the original geometry of the metal
part, and is directly interchangeable,

DETAIL COMPARISON

This comparative analysis of the six joint/fitting types considers the inter~
relationships of strength, weight, and projected cost, with emphasis on the
strength vs weight and strength vs cost (material and labor) relationships,

The comparative analysis for the metal baseline fittings and the composite
fittings was done in three steps:

° Analysis of material cost vs total cost and total cost vs weight

° Comparison of strength vs weight and strength vs cost (material
and labor) between baselines and composite designs

° Selection of the three most cost effective composite designs

The total costs for each unit are the cumulative average for a production

run of 536 ship sets, and represent procurement costs to acquire the part per

print (1978 dollars).

Analysis of Costs and Weights of Metal Baselines

The costs and weights of the six metal baselines are estimated in Table 4,
Figure 41 plots material costs versus total costs and indicates that, for
metal fittings, the cost of material stock comprises from one-fourth (for
steel attachments) to over one-half (for the more intricate aluminum joints)
of the total procurement costs.

The relation between cost and weight of the metal fittings in Figure 42

implies that the cost may be as low as $25 per pound for steel fitting F or as
high as $210 per pound for aluminum fitting E.
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MATERIAL COST, 1978 DOLLARS (EACH)
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Figure 41. Cost Comparison of Metal Baselines
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Cost and Weight of Composite Joints/Fittings

The cost and weight estimates of the composite attachment fittings are
summarized in Table 5,

The Cost Analysis includes manufacturing labor costs, material costs, and
nonrecurring costs.

Manufacturing labor costs consist of three types of labor man-hours:

a. Direct "hands-on' time in which personnel are actively engaged in
fabrication of components, subassembly and final assembly opera-
tions, monitoring cure cycles, or engaged in finishing operations.

b, Time during which the personnel are required to be present, but
are not contributing directly to the fabrication process.

c. Supervision, quality control, liaison engineeriny, and general
observation of fabrication and assembly operation,

The Cost Analvsis for fabricating the joint and fitting test spccimens on a
production basis is based on the R&D manufacturing experirnce gained on
previous Advanced Composites programs that HH has coniducted,

The cost estimates assume a quantity of 50 parts are releasced for fabrication
at one time and are produced at a rate of 25 articles per month,

Labor and materials costs are both sensitive to production rate and quantity,
Labor costs are based on a shop labor rate of $5. 50 per hour,

Materials costs are based on a production scrap rate of 10 percent and are
quoted as 1978 prices for comparison with the metal baseline costs.

Nonrecurring costs include amortization of tooling over the total production
quantity of 536 articles.

Cost figures include a 150 percent burden and a 30 percent General and
Administrative costs,

It is interesting to note that the composition (and thus the cost) of materials
varies greatly from design to design. In general, all designs except F contain
79.5 percent or more composites (see Figure 43). (The exception of F stems
from the material from which the metal baseline is made.) The 300-ksi
maraging stecl of F has a higher specific strength than orthotropic graphite/
epoxy, thus negating the advantages of composites vis-a-vis steel and result-
ing in the small proportion of graphite/epoxy (26 percent) in the design of F.
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Material (composite plus metal) costs versus total costs of the composite
fittings are shown in Figure 44, which indicates that the average material
costs are about 30 percent of the total and range from 20 percent (for D) to
36 percent (for G).

The relation between cost and weight of composite fittings in Figure 45
implies that total cost averages about $150 per pound but may be as low as

$88 per pound (as in G) or as high as $593 per pound (as in K).

Strength Versus Weight and Strength Versus Cost Comparisons

The comparisons were carried out under the assumption that the composite
designs were identical in static strength to the metal baselines but not
necessarily identical in fatigue strength (Figure 46). It should be noted that
because composites exhibit higher fatigue strengths than metals:

F_.. F_ .
fatigue S fatigue
static . static
composite metal

the fatigue strength of the composite joints will be equal to or greater than
the fatigue strength of the corresponding metal baseline joints. It can be
seen that weight reductions, which range from 14 percent (for F) to 53, 4 per-
cent (for E), average 33 percent.

These weight reductions, however, are achieved in most instances at a cost
penalty. The cost difference when composite fittings are incorporated
(Figure 47) ranges from a 42 percent savings (for E) to a 363 percent
increase (for F), and averages out to about a 93 percent increase, or penalty,
for the six fittings taken as a set.
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Weight Reduction Using Composite Fittings

Figure 46,
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Selection of Three Cost Effective Composite Fittings

The cost effectiveness of each composite fitting design was measured by
considering the individual weight reductions afforded by going to composi!
and the cost increments entailed vis-a-vis the metal baseline, To differe
tiate between cost cffective and cost ineffective designs, the cost differen
(six increases and one decrease) and weight reductions are plotted in Fig
ure 48 to indicate cost efficiencies. The cost efficiency of each fitting de
is shown for a production run of 536 articles. The cost efficiency of Typ
is also shown for a run of 10 articles to illustrate the effect of production
quantity on the cost of weight reduction,

The population of cost-versus-efficiency points is divided into two domair
by the cost cffectiveness break-even line, with cost effective designs res
to the left and above the break-cven lines. These cost effective designs

posscss features whose value added in the form of weight climination mo1
than offsets the extra expenses incurred. The slope of the cconomic bres
even lince is the unit monetary value (in life-cycle dollars), or the worth t
the Army of eliminating a pound of structure from a helicopter without al
ing its structural performance. The figure shows two break-even lines {
this value to the user, 3200 per pound and $300 per pound, to reflect two
opinions as to the worth of helicopter structural weight reduction progran

It may be secen from Figure 48 that composite f{itting types G, D, A, and
are to the left and above the break-even lines and are therefore cost effec
designs. If only 10 of the Type E test specimens were to be made, the
$2, 000 die cost would add $200 to the unit cost and bring Type E far belo
break-even line. For this reason, Type E was assessed as cost ineffecti
and not recommended for fabrication and testing.

Reconmimended Fittings

Six joint/fitting types were designed in detail, and three were recomment
for fabrication and test:

] Type G — Socket attachment fitting
. Type D — Gearbox attachment fitting

. Type A — Wrapped tension fitting
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Figure 48, Break-even Partitioning of Composite Fittings
Types G, D, and A were selected because:
° All arc applicable to large primary structures
) A1l have near-term implementation potential (e.g., YAH-64 compos-
ite tail scction program and future all-composite fuselage)
] All provide weight reduction compared with the metallic baseline
° All are cost offective
° The Type A joint has the turn-the-corner feature, sized with the

help of the interlaminar shear computer program.

Selected

Fittings

Of the three joints and fittings recommended for fabrication and testing

(Types G, D, and A), Types D and A were approved by the Army Contracting
A decision was made to fabricate and test the Type K fitting instead

Officer,

of Type G. Various rcasons for this change were cited, the majority of

which were manufacturing considerations (Type K is a manual layup and does

not require any special tooling or equipment for fabrication).
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FABRICATION

A Fabrication Plan was developed to define the procedures to be employed in
manufacturing the three selected fittings (Types K, D, and A, as illustrated
in Figures 29, 24, and 40 respectively). The manufacturing plans are
described below,

TYPE K

The manufacturing plan is illustrated in Figure 49. Precut materials were
laminated onto individual tools for each detail. The details were then
assembled and cocured in an autoclave., After cure, the part was removed
from the tool and machined to final dimensions. The tool was designed to
make all three specimens in one operation. A photograph of the finished
part appears in Figure 50.

TYPE D

The manufacturing plan is illustrated in Figure 51, The -5 channel detail
was fabricated and precured with the =3 metal fitiings in place. The =17
and -19 spar caps were also precured, In the final assembly sequence, the
~5 channel was assembled on the mandrel, The two =7 angles and the =9
doubler were then laminated on the mandrel. The inner skin was wound
over these details, after which the =11 honeycomb ccere and =17 and =19 spar
caps were installed. Winding the outer skin completed the assembly, which
was vacuum bagged and oven cured, The part was removed from the
mandrel and trimmed to drawing dimensions, and the attachment studs were
installed. A photograph of the finished specimen appears in Figure 52,

Six of the Type D) specimens were fabricated.

TYPE A

The manufacturing plan is illustrated in Figure 53, The two -5 channels
were fabricated and precured over a plaster mold with the =3 metal fittings
in place. The plaster mold was removed and the =7 filler (urethane foam)
was poured in its place. The inner skin was wound, after which the two =5
channels and the ~13 honeycomb core were assembled on the mandrel. The
outer skin was then wound o complete the assembly. Pressure plies (hoop
windings) were wound to provide laminating pressure, and the part was oven
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Figure 50, Type K Specimen




STORES
| SEQUENCE FOR -5 CHANNEL 3 FITTINGS |
¥ l 1 |
ISSUE
MATERIALS| CAST PRECUT RELEASE LAMINATE
AND [ rfoam FABRIC ~l moLD PART
INSPECT |
'— - T - ‘ l
| REMOVE
I INSPECT |e F_;g:fw"‘ - PART FROM ¢ CURE e (rfnlé)\.slf
I MOLD
SEQUENCE FOR -17 AND -19 SPAR CAPS (2 EACH REQD) l
WIND WIND 45 l
LONGOS DEGREES LAMINATE VACUUM —p| OVEN
AND AND ™ paRT 1  BAG CURE |
l PRECUT PRECUT
| FINAL ASSEMBLY | l
REMOVE
| | INSPECT e v e PART FROM I
TOOL
l ] ASSEMBLE |
ASSEMBLE ASSEMBLE WIND 11 CORE WIND
1l 5 cHANNEL -7 ANGLES AND 17 &
> » INNER > OUTER
T ON (2} AND 9 SKIN .19 SPAR SKiN
MANDREL DOUBLER CAPS ON
| INNER SKIN I
I FINISH REMOVE I
nooecr o TR BRG] Qi o] v
STUDS MANDREL
DELIVER
T0
STRUCTURES
LAB

Figure 51, Manufacturing Plan (Type D)
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Figure 52, Type D Specimen
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cured. After cure, the seven test specimens were cut from the assembly

and finished to drawing dimensions, A photograph of the finished specimen
appears in Figure 54,

Iigure 54. Type A Specimen
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TESTING

SPECIMENS

Sixteen specimens of Types K, D, and A were fabricated--three for tool
proofing, six for static testing, and seven for fatigue testing:

Number of Specimens

Drawing
Type No, Tool Proof Static Test Fatigue Test Total
K 430-010 1 2 0 3
D 430-007 1 2 3 6
A 430-009 1 2 4 7

Dimensions and Weights

One test specimen of each type was used for tool proofing. A dimensional
inspection was performed to verify that the dimensions were within the
design tolerances, and the part weight was determined and recorded. The
weights and critical dimensions of the test articles were used to establish
a first approximation of the manufacturing tolerance range to be expected
for that part. Some part-to=-part variation is to be expected due to the
interaction of the various manufacturing materials and process operations,
tooling fitup, layup size and fiber angle variations raw material inconsis-
tencies, fiber and resin variations, and modificatio..s to the cure cycle and
machining techniques that become imperative as each part is processed,
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Loading Conditions

Since these three types of test fittings could be used in the YAH-64
helicopter, the static and fatigue loads that these fittings could be expected
to withstand in that helicopter are well understood.

Tables 6, 7, and 8 delineate the static test conditions for Types K, D,

and A. Figures 55 and 56 show the derivation of fatigue loads for Types A
and D. Figures 57 through 59 depict the loading fixtures and the estimated
ultimate loads, and Figures 60 through 62 specify the type and location of
the test instrumentation. The results of these tests are given in the next
section,

NONDESTRUCTIVE INSPECTION (NDI)

NDI was carried out to determine the size, type, and location of defects
that occurred during fabrication of the three joint and fitting types selected
for testing (Types K, D and A). Defects detected by NDI were recorded for
use in analyzing the static and fatigue test data, to determine the extent to i
which strength and reliability are degraded by the presence of a known

defect, These could include: }

° Delaminations

o Unbonded areas

® Porosity or voids

° Resin-rich/starved areas

. Geometry of internal details

) Thick bondlines
® Position and bond of metal inserts

. Foreign object inclusions

The importance of these defects varies with their size and location in rela-
L tion to the size and geometry of the particular joint/fitting design in which

they occur.

In manufacturing these joints and fittings, an attempt was made to cocure i
as many components as possible, While this method of assembly has [
significant advantages from a manufacturing standpoint, it makes it difficult
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TABLE 6. STATIC STRENGTH, LUG TENSION — TYPE K

Material: Graphite/epoxy
Test Conditions: Ambient temperature and humidity

Pre-test Measurements: Deviations from drawing size tolerances,
weight

Pre-test NDE: Visual inspection for surface quality and flaws,
tap for delaminations

Instrumentation: Load force, deflections shown in Figure 60
Expected Maximum Load: 16, 000 pounds
Deflection: 0.4 inch

Expected Failure Mode and Location: Interlaminar shear and
midply filament breakage at midway plane through plate
at A or B points

Measurements Required: Load force, deflection, failure !oca-
tion, and description of fracture mode for both incipient
and ultimate fracture

Data Reduction: Load versus deflection plots

Number of Tests: Two replicates of rod pull tension
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TABLE 7. STATIC STRENGTH, STUD TENSION
AND COMPRESSION — TYPE D

Material: Graphite/epoxy, Nomex honeycomb core, steel
studs and anchors

Test Conditions: Ambient temperature and humidity

Pre-test Measurements: Deviations from drawing tolerances,
weight

Pre-test NDE: Visual inspection for surface quality and flaws,
tap for delaminations

Instrumentation: Load force on pivot push bar, deflections at
points shown in Figure 61

Expected Maximum Load: 3,500 pound on push rod
Deflection: Up to 0.9 inch

Expected Failure Mode and Location: Stud/steel anchor push-
through into composite and debond or stud tearout

Measurements Required: Loads with accompanying deflections

between opposed gauges in two sets of readings, description

of failure mode and location for both incipient (limit) and
ultimate fracture

Data Reduction: Load versus net displacement plots

Number of Tests: Two replicates of rod compression

94
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TABLE 8. STATIC STRENGTH, TENSION AND COMPRESSION — TYPE A

Material: Graphite/Kevlar/epoxy hybrid over Nomex core,
aluminum washer fittings under steel bolts in bathtubs

Test Conditions: Ambient temperature and humidity

Pre-test Measurements: Deviations from drawing tolerances,
weight

Pre-test NDE: Visual inspection for surface defects and flaws,
tap for debonds and delaminations

Instrumentation: Load force, deflection at load pin connection
and points shown in Figure 62

Expected Maximum Load: 23, 000 pounds tension and 30, 000
pounds compresion

Deflection: 0.5 inch

Expected Failure Mode and Location: Push-through of metal
insert, bulge or delamination in skins, corner fiber
breakage

Measurements Required: I.oad with displacements recorded
at first noise of incipient failure, visual damage, first
load drop, location and types of failure (incipient,
ultimate, etc.)

Data Reduction: Load versus deflection plots

Number of Tests: One with panel in tension (no lateral
restraints) and one with panel in compression with
damped restraints for a total of two nonreplicate static
tests
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Figure 59. Loading Fixtures and Estimated Ultimate Loads — Type A
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99




ALL DIMENSIONS IN INCHES

DEFLECTION
GAUGES (TYP)

22 65—

APPLIED LOAD

END VIEW

Figure 61, Il.oad Test Instrumentation — Type D

1oo




DEFLECTION GAUGE (TYP)

END VIEW
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to examine or inspect the various components (that make up an assembly)
individually. Assurance that the finished part has been fabricated free of
internal defects and has the proper internal geometry can only be obtained
using one or more NDI techniques.

Early in the fabrication and test phase, NDI specimens were fabricated
using materials and layups like the joint and fitting test speclinens with
known defects built in (Figure 63). These specimens were used to establish
the NDI techniques and equipment settings to be used on precured details
and final assemblies, They were also used as a reference for side-by-=side
comparisons as anomalies occurred in parts under examination,

Visual inspections were performed on detail parts during layup and after
cure, in conjunction with hammer tapping prior to incorporation into final
assembly.

Wet filament winding operations were inspected visually while in progress,
and completed specimens were subjected to inspection using hammer tapping
and scanned with the Shurtronics harmonic bond tester (Figure 64).

In the hammer tapping method, a small hammer is used to tap the surface
of the composite component. The flat sound produced by tapping over an
unbonded area or void is easily detected, even by an untrained ear, and

an experienced inspector can readily determine and mark the boundaries
of the unbonded area or void. Subsequent tapping can determine the growth
of an unbonded area if it occurs.

The Shurtronics harmonic bond testing equipment operates by physically
transmitting high-frequency vibrations into bonded raterials and monitoring
the resulting acoustical response with a small hand-held transducer. The
instrument is calibrated with a sample specimen of the same materials and
layup as the part under examination, with known defects built in for a

reference. With the instrument calibrated for a known density and thickness.

a reduction in local thickness caused by an unbonded area or other defect
results in an amplitude or phase change in the received signal. Liquid
coupling is not required for testing, and the probe can easily be used in any
position. This equipment has been used for several years to inspect the
bondlines on rotor blades for HH's Series 300 and 500 helicopters.

Records of the results of NDI testing were made and retained by part number

and scrial number., Sanmple record forms, with damage detected, are shown
in Figures 65 and 66,
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Test Specimen Evaluation

The overall appcarance of the Type K specimens was excellent due to all
external surfaces being tool faces. The bases of all three parts were bowed
slightly, probably due to the lack of locating pins between the various tool
pieces permitting relative movement during the autoclave cure cycle. The
fabrication process was straightforward and proceeded without problems,
Nondestructive inspection did not uncover any delaminations, voids, or other
defects.

The external skins of the Type D specimens were slightly wavy, typical of
vacuum bagged surfaces. In some specimens the skin joggles where the
honeycomb core transitioned to the spar caps due to variations in the thick-
ness of the spar caps, The internal structure of the spar box was excellent.
Refinement of the rib fabrication process greatly improved producibility,
The knock-out plaster layup tool was replaced by a molded foam core which
remains in place to become part of the finished rib. Nondestructive inspec-
tion of the specimens using the harmonic bond tester revealed minor
skin-to-honcycomb disbonds in four of the six specimens, the largest of
which was approximately 2 squarec inches (see Figure 65). The disbonds
were in noncritical areas and were not cause for concern,

The appearance of the Type A specimens was similar to that of the Type D
specimens.  The outer skin surface exhibited a fairly course texture with
some waviness. This is typical of a vacuum bagged surface. Some mismatch
was apparent at the transition from the haneycomb sandwich to the precured
channel at each end of the specimens, The inner skin looked excellent due to
the smooth mandrel surface against which it was cured. The fabrication of
the channels could have been improved by using a washout or melt-out plaster
layup mold, or by precuring the foam core and laying up the detail directly

on the foam, The break-out plaster was difficult to remove due to the limited
access, The original outer skin started to gel before sufficient bonding pres=~
sure had been applied, leaving a very porous skin. This skin was subsequently
removed and a new skin was wound and bonded to the core. The second skin
quality was much better, Nondestructive inspection revealed disbonds
between the skins and the honeycomb core in three of the seven specimens,
This is probably due to insufficient filleting of the resin to the cell walls,
The largest of these were approximately 10 square inches and occurred in
the upper skin along the panel edges (see Figure 66). Since these disbonds
were not located near the joint area under investigation, they were not
considered critical.
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STRUCTURAL TESTING

Thirteen specimens were structurally tested in accordance with the Test
Plan prepared during detail design, Two specimens of each of the three
types of joints fabricated (K, D, and A) were statically tested. Seven fatigue
tests were performed, three on Type D and four on Type A specimens. The
remaining specimen of each type was a tool proof article, which was not
subjected to structural tests. A summary of the test results is given in
Table 9. Loads are based on percent of design limit load (DLL).

Static Testing

The static tests were conducted in a similar manner for all three types., The
load on the specimen was applied in increments of 20 percent up to 100 per-
cent of DLL, The load was reduced to 20 percent to permit checking for
permanent deformation and was reapplied in 20 percent increments up to

100 percent DLL, and then in 10 percent increments up to 150 percent

DLL (150 percent DLL equals the design ultimate load), If no failure
occurred, the load was increased until failure did occur. The failure load
was recorded, and the mode of failure was determined,

Type K. The static tests of the Type K specimens (Figure 29) consisted
of two tension tests (Figure 57). The load deflection curves for the two
specimens are plotted in Figure 67. The failure load of the first specimen
was 143 percent DLL. The first sign of damage was an audible cracking
sound at 74 percent load.

At 104 percent load a second cracking sound was heard. B rooming around
the bushings appeared at 119 percent load, followed by tensile failure of one
leg of the -3 channel at 143 percent load. The -5 angle of the same ley also
failed by pecling and transverse shcar around the washers,

The second specimen, tested in the same manner, failed at 161 percent DLIL.,
This specimen first showed signs of damage at 30 percent load (resin
crazing), followed by a loud crack (delamination) at 71 percent load. Faint
cracking and elongation of the bushing hole appeared at 89 percent load,

Faint cracking began again at 119 percent load and continued until failure

occurred at 163 percent load. The mode of failure was the same as for the
first soecimen.
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IFTABLE 9.

TEST SCMMARY

Bospecin ens Test Load
Static Fatigue
Load, Load, pr!

NN Type vounds pounds PD Remarks
! Fool Proof
2 Static =, 500 1.43 Tension Failure of -3 Channel
3 ~tatie o, 540 1,63 Tension Failure of -3 Channel
D Npevimens
1 ool Proof
2 static 4,10V 1,86 Aetal-Composite Bond Failure
3 Static 2,770 1,20 Metal-Composite Bond Failure
4 Fatigue 1,385 0. 03 Runout ~ 3 x 106 Cycles
- . - 6
s Fatigue 1, 662 V.70 Runout - 3 x 10~ Cycles
3 Fatigue 1,934 0, 84 Metal- Composite Bond Failure -

586, 500 Cvcles
A Specimens
1 tool Proof
2 Static Tension 209,220 1,q2 Skin-to-Core [Jelamination, Bolt

Failure
3 Static Compression 11, 70 U, ¢0 Fanel Buckling Failure
3 Fatigue Compression 5, 8sp o, 30 Runout - 3 x 10° Cycles

>
4 Static Compression le, wnn® 0, 86 Skin Buckling Failure
5 Fatigue Conpression 7,050 U. 30 Runout - 3 x 10° Cycles
3 - o . N

B Faticue Compression 1o, 140 0,52 Skin Buckling Failure -

AU, 40U Cycles
o Fatigue Tenzion 14, 610 [OT Y Runout - 3 x 10° Cycles
7 Fatigue Iension 17, 2 1.15 -5 Channel-to-Skin Bond Failure -

944, 200 Cycles

Lest iad design hunat had,

,
TResidual strengty test o, Specimen 4 after fatigue test,

B
~econd fatigue test

M Specien 5,
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LOAD, POUNDS X 10°3

12

10

-]

SPECIMEN 3 FAILURE
(10,840 LB) ~

PREDICTED

FAILURE LOAD

/
T~

(10,122 LB)

SPECIMEN 2
FAILURE
(9500 LB)

1

/

/ SECOND DELAMINATION REGION

FIRST DELAMINATION REGION

Figure 67,

3 4 5
DEFLECTION, INCHES X 10~

3

Load-Deflection Curves — Type K
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Type D. The static tests of the Type D specimens (Figure 34) consisted of two
torsion tests (Figure 58). The load~deflection curves of the two specimens
are plotted in Figure 68. The failure load for the first specimen was 186 per-
cent DLL. The first sign of damage was an audible crack at 127 percent load.
At 150 percent load the stud loaded in tension failed. This stud was replaced
with a higher strength part, and the loading procedure was repeated, No
further damage was evident until 158 percent load, when audible cracking
began. Failure occurred at 186 percent DLL, with a shear bond failure
between the -3 steel insert and the -21 composite rib.

The sccond specimen was tested in the same manner, with the first audible
cracks occurring at 120 percent load, continuing until ultimate failure at
126 percent DLL., The mode of failure was the same as for the first
specimen,

Type A. The static tests of the Type A specimens (Figure 40) consisted of one
static tension test and one static compression test (Figure 59). The load-
deflection curves are plotted in Figure 69. The failure of the tension speci-
men occurred at 192 percent DLL. The first audible cracking occurred at

66 percent, followed by cracking at 86 percent, 112 percent, and 138 percent.
At 192 percent DLL, a skin-to-core disbond appeared, and one of the four
attachment bolts broke, causing local buckling damage in the skins along the
panel edge,

The compression specimen failed immediately at 60 percent DLL, by com-
pressive buckling of the panel. This failure was a general buckling failure
due to the eccentric loading condition inherent in this design. The design
of the tailboom-fuselage joint consists of a tapered cylinder loaded in
bending. The failure of the curved panel specimen corresponds to an out-
ward buckling of the cylinder. In a cylindrical section this buckling mode
is resisted by a circumferential tension stress, but in the curved test panel
this resisting stress cannot be generated. For this reason the compression
test was determined to be unrepresentative of the actual conditions present
in a tailboom-fuselage joint of this type. After runout of the first compres-
sion fatigue test, this specimen was tested in compression using a jig
fabricated and installed to prevent general panel instability. The result of
this test was a compressive failure load of 86 percent DLL, The failure
mode was local crippling of the skins in the sandwich section of the specimen.
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Figure 68, Load-Deflection Curves — Type D
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LOAD, POUNDS X 1073

30

R

SPECIMEN 2
FAILURE LOAD
(29,220 L8B)

)

PREDICTED FAILURE
LOAD (22,800 LB)

N

AN

0
0 20 40 60
DEFLECTION, INCHES X 1073
a) TENSION TEST
20 T
- - -— PREDICTED FAILURE
LOAD (19,200 LB)
> SPECIMEN 4
FAILURE LOAD
15 {16,900 LB)
?

=4 SPECIMEN 3
x FAILURE LOAD
@ (11,760 LB)
r4
Z 10
Qo
o.
=)
-4
o
-4

5

0

10 15 20 25

Figure 69,

DEFLECTION, INCHES X 1073

b) COMPRESSION TEST
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Fatigue Testing

Seven fatigue tests were performed, three on Type D and four on Type A,
The fatigue tests on all specimens consisted of the applicationof a constant
amplitude, nonreversing load with the minimum/maximum load ratio equal
to 0.05,

The objective of the fatigue testing was to generate fatigue data to be pre-
sented in the form of load versus cycle curves (5-N diagrams) for each

of the composite joint types., In order to generate this type of data and
concurrently limit testing time, an accelerated fatigue test program was
used, First, if a specimen endured three million cycles without failure,

it was considered a '"'runout' test and terminated. Second, load levels were
set higher than would normally be encountered in service to precipitate
failures before runout., This step was undertaken to ensure that the data
obtained would develop the required curves,

The load levels used for fatigue testing were based on the failure load in
the corresponding static test, Fatigue tests were initiated at 50 percent,
60 percent, and 70 percent of the corresponding static failure loads,

Type D, Fatigue testing of the Type D joint design was carried out on three
specimens, This type underwent two static tests with considerably different
static failure loads. The decision was made to use the lower of the two

F static failure loads as a basis for determining the fatigue test load levels,

The first Type D fatigue test specimen was cyclically loaded to 50 percent
of the static failure load (this load level corresponds to 63 percent DLL).
Application of such a high cyclic load level created problems with the steel
studs in the specimen. Fatigue failures in the studs necessitated removal
and replacement with larger diameter, higher strength units. This pro-
cedure proved successful, and was applied to the remaining two specimens
before application of fatigue loads. No damage was detected in the first
specimen during the test, and the specimen endured the required three
million cycles to runout,

The second Type D fatigue test specimen, according to the Test Plan, was
tested at a load level equal to 60 percent of the static failure load (76 per-
cent DLL), As with the first specimen, no damage was detected, and the
test was terminated at three million cycles (runout),
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The last Type ID fatigue specimen was tested at a load level equal to

70 percent of the static failure load (88 percent DLL), This specimen exper-
ienced a metal-to-composite bond failure at 586, 500 cycles. The failure was
the same mode as the two static test failures,

A load-cycle curve for the Type D joint is given in Figure 70, Two static
and three fatigue test points are plotted.

Type A, Fatigue testing of the Type A joint design was carried out on four
specimens, two tension and two compression. Static failure loads were again
used as a basis for fatigue test load levels., The compression tests were all
run with the stabilizing jig in place. The first compression specimen was
subjected to a load level equal to 50 percent of the first static compression
failure load (30 percent DLL). No damage was detected, and the test was
terminated at three million cycles (runout). This specimen was then
subjected to a static compression test as detailed in the static test section of
this report,

{..¢ sccond compression fatigue test specimen was subjected to a fatigue load
level equal to 60 percent of the first static failure load (36 percent DLL).
“his t- 5t was also a runout at three million cycles. No noticeable damage
«ras seen in this test. This specimen was then subjected to a second fatigue
.= using the second static test failure load (86 percent DLL) as a basis s
for determining the fatigue load level. For this test 60 percent of the second 3
static load was chosen (52 percent DLL)., This test terminated due to
specimen failure at 908,400 cycles. The mode of failure was compression
buckling of the inner and outer skins in the sandwich section of the specimen.

The first tension fatigue test was run at 50 percent of static tension failure
load (96 percent DLL), As a result of the high level of this test load,
several tension bolt failures were experienced. To alleviate this problem,
the specimen was removed from the test fixture and drilled to accept
half-inch bolts instead of the original three-eighth-inch bolts. Damage that
developed during the test was limited to cracking of the panel edge filler
(milled glass/epoxy). The test was terminated at three million cycles
{runout).

The second tension fatigue test was performed at 60 percent of static
tension failure load (115 percent DLL). Test specimen failure occurred at
949,200 cycles, with -5 channel-to-outer skin debonding at one end of the
panel. Subsequent damage included shear failure of the -7 foam filler and
delaminations in the skin-to-honeycomb bond.
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Load-cycle curves for the Type A joint are shown in Figures 71 and 72.
One static and two fatigue test points are plotted for tension, and two static
and three fatigue test points are plotted for compression,

116




(s3so3 anduye g uoisus]) v odA 1 — aaxnn 9124 ~peOT ‘[ @andryg
S3ITOAD 40 HIGWNN
oL 0! GOl X € g0t ot Ot o0
T T ___“_ BRI FT T 1 | VT 1 T 0
|
|
| S
|
i ot
(81 00Z'91) |
vHNAN3
Lwn wwuhwm_wwzm bs nawioaas
L {‘L —
LI St
_ L i
1
/ (L N3WID3ds
(871 6€L°91)
LINIT 3ONVHNON3I
IVIN3WIHIJX3 oz
{871 008°¢2) AVO1 3UNIIVL
D14V 1S 03121G34d - -
174

1NONNY —=—]

ELARIAE] O

(81 0ZZ'6Z) AvO1 IUN NV
O1Lv1S Z NIWID3dS

Vo

S€

£_0|. X SANNOd ‘av0 WNWIXVYIN

117




{s3s01 ondye g uotssoadwon) v odA 1 — vaanyy o[dA)-peoT ‘7z dInd1 g

S3T10AD 40 H38WNN

(871 00Z'61) QVO1 3YNIIYL

L0t RIS 90! GO0 L0t o0 .
1 1 Pl “ [ IR LB L | |
[
l s
(87 0598) ¥ NIWID3dS
LINIT 3ONYHNANS [
431210344 § NaWIDIdS
: 5 NIWID3dS
} ot
/ | | (87 092°1L) VO IHNTIVL m
(8 5896) oiviseNIwadss) X
LIWI 3DNVHNONS z
IYLNIWIHIdX3 ¢
st § ©
(87 006'91) VO IHNIVA 4 -
ILVISENIWID3AS ) g
o
¢
2
0
w
x
S
'
w

21LV1S 031210344 - -

oz

Y4
1NONNY ~=—X7
1NONNY —=—{]
auntivd O

ot

St




ANALYTICAL COMPARISONS

The results of the static and fatigue tests were compared with the
performance predictions based on the stress analysis in Volume 11 (Appen-
dix O) to validate the final design and to substantiate the structural analysis
methods employed during detail design.

STATIC TESTS

The predicted and experimental failure loads for each of the static test
specimens are presented in the upper portion of Table 10, Included in the
table is the ratio of the predicted load divided by the experimental load.

Type K

The load-deflection curve (Figure 67) presents the experimental and pre-
dicted performance in graphic format, The predicted value (10,122 pounds)
corresponds closely with the mean of the two experimental values

(10,170 pounds), The difference between the high and low experimental
failure load values is 13 percent,

Type D

The load-deflection curve (Figure 68) shows that Specimen 3 failed pre-
maturely., This early failure was precipitated by poor control of the
bondline (thickness and pressure) during the fabrication process. Specimen
2 failed at 107 percent of the predicted failure load. This test agrees well
with the prediction,

Type A

The load-deflection curves are presented in Figure 6Ya for the tension load
case and in Figure 69b for the compression load case. As the curves show,
the part performed quite well in tension (128 percent of prediction) but
poorly in compression. This poor performance was attributed to the desiun
of the panel sandwich and not the design of the joint. The failure of Speci-
men 3 was due to buckling of the panel, which is loaded eccentrically in com-
pression. The failure of Specimen 4 (tested with the anti-buckling jig in
place) was due to local cripping of the sandwich face sheets,
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TABILE 10. ANALYTICAL VERSUS EXPERIMENTAL COMPARISONS

Static l
Specimen Failure Load, pounds
F
E -
Type | No. Load Type Predicted (Fp) Experimental (FE) Fp
3 f
3 2 9, 500 0. 74
K Tension 10, 122 ‘ .‘ *
3 10,840 1.07 :
2 1,100 1. 07 l
D Tension 3, 828
3 2,770 0.73 L
2 Tension 22,800 29,220 1.28
A 3 11, 760 0. 61 i
Compression 19,200 :
4 16,900 0. 88 .

Fatigue
Specimen Endurance l.imit, pounds
ELE
Type | No. I.oad Type Predicted (ELP) Experimental (ELE) ELp
4
D 5 Tension 1,27+ 1, 592 1. 19
6
4
A 5 Compression 8, 650 9, 685 1.12
5
6
Tension 16,200 16, 739 1.03




FATIGUE TESTS

The predicted and experimental endurance limit values for each of the
specimen types are compared in the lower portion of Table 10, The table
also includes the ratio of the experimental value divided by the predicted
value for each type.

Type D

The load-cycle curve of Figure 70 represents the results of the three fatigue
tests performed on the three Type D specimens. Included in the figure are
the static failure loads and the predicted and experimental endurance limit
values., The endurance limit values compare well. Based on the values for
the endurance limit, the static failure load for Specimen 3 does not agree
with the values obtained from the other four specimens. This indicates a
defective part and reinforces the conclusion drawn during the static tests.
The experimental value of the endurance limit is 39 percent of the Speci-
men 2 static failure load.

Type A

The fatigue tests consisted of both tension and fatigue tests, These will be
compared separately because of the different failure modes, :

The results of the Type A tension fatigue tests are given in Figure 71, The
static failure loads (predicted and Specimen 2) are included for the purpose
of comparison of static versus endurance strengths, As can be seen in the
figure, the predicted and experimental values of the endurance limit agree
quite closely (within 3 percent). The experimental value of the endurance
limit is also seen to be quite high (57 percent of the static failure load for
Specimen 2).

The results of the Type A compression fatigue tests are compared in Fig-
ure 72, The static failure load for Specimen 3 (the first static compression
specimen) can be seen to disagree with the other four test points, This is
duc to the different mode of failure, as discussed in the static test section
of the report, The static failure load for Specimen 4 is actually the
residual strength of that specimen after three million cycles at a load of

5, 380 pounds (31 percent of the predicted static failure load), As can be
scen in the figure, the experimental endurance limit agrees well with the
predicted value (within 12 percent),
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DESIGN GUIDE

The Design Guide (Volume 1I) covers each of the types of fittings that were
fabricated and tested. It includes recommendations for:

° Basic joint design considerations

° Criteria for selecting the joint configuration (load paths, strength
and stiffness, materials, compatibility, and damage tolerance)

e Cost/weight trade-offs

. Allowable stresses (ultimate and endurance limit)

° Analytical methods (including NASTRAN and failure modes)
o Environmental considerations

. Fabrication and NDI methods

) Future tests
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CONCLUSIONS

The Advanced Concepts for Composite Structure Joints and Attachment
Fittings program met all of its goals. The design concepts that were devel-
operd and tested proved that reliable, efficient composite joints are practical
in the design of primary aircraft structures. These concepts were generic
and are readily adaptable to a variety of applications,

Future programs are necessary to develop additional test data pertaining to
composite joint and fitting designs in order to incorporate the concepts
developed during this program into the design of composite structures.
During these programs data should be developed with regard to the effects

of environmental degradation, foreign object and impact damage, and damage
due to handling and storage, as well as field repair techniques,
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